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MIDCONTINENT
TESTING LABORATORIES

2381 South Plaza Drive • P.0. Box 3388 • Rapid City. SD 57709 
605/348-0111

SAMPLE NAME: SW-28
DESCRIPTION:
SAMPLE DATE: 03/10/98
SAMPLE TIME: 02:00 PM

SAMPLED BY:

---------------------------------------------------------------------------------------------------------------------------------------------------------------- \

STAN MICHALS 
BROtM MINING OORP.
2 GILT EDGE ROAD 
DEADWOOD, SD 57732

—

ACCOUNT NUMBER: 
LAB NUMBER: 

DATE RECEIVED: 
TIME RECEIVED: 

REPORT DATE*.

W1000
19980311202 
03/11/98 
06:55 AM 
03/11/98

PHYSICAL PROPERTIES VALUE METALS mg/1 DISSOLVED TOTAL

Conductivity, umhos/cm 1232. 
Hardness 226.
PH 7.28
Solids, Dissolved, mg/1 814.
Solids, Suspended, mg/1 <10.0
Turbidity, NTU

INORGANIC & NONMETALLIC VALUE

Alkalinity 38.7
Bicarbonate 47.3
Carbonate, mg/1 0.00
Chloride, mg/1 6.50
Cyanide, Total, mg/1 <.010
Cyanide, WAD, mg/1 
Cyanide, Free, mg/1 
Fluoride, mg/1 
Nitrogen, Ammonia, mg/1 
Nitrogen, Nitrate, mg/1 .432
Nitrogen, Nitrite, mg/1 
Sulfate, mg/1 530.

QUALITY CONTROL VALUE

Major Anion Sum, meq/L 12.01 
Major Cation Sum, meq/L 12.32 
Anion-Cation Balance, % 1.26

Aluminum .136 .942
Antimony
Arsenic <.005

•

<.005
Barium
Beryllium
Boron
Cadmium

•

•

•

<.001

•

•

•

.002
Calcium
Chromium
Cobalt

70.6

•

•

Copper
Gold

.013 .037

•

Iron
Lead
Lithium

<•050

•

•

.083

«

•

Magnesium 12.1 •

Manganese
Mercury
Molybdenum
Nickel

.096

•

•

•

.289

•

•

•

Potassium 5.61 •

Selenium
Silicon
Silver
Sodium
Strontium
Vanadium

•

•

176.
•

•

•

•

•

•

•

•

Zinc <.050 .076

SPECIAL TESTS VALUE

ACIDITY <10.0 APPROVED BY: .

DATE: ____



MIDCONTINENT
TESTING LABORATORIES

2381 South Plaza Drive • P.O. Box 3388 • Rapid Citv. SD 57709 
605/348-0111

SAMPLE NAME: SW-28
DESCRIPTION:
SAMPLE DATE: 03/10/98
SAMPLE TIME: 02:00 PM

SAMPLED BY:

—

STAN MICHALS 
BROHM MINING COUP.
2 GILT EDGE ROAD 
DEADWOQD, SD 57732

V______________________________________________________________________________________________________________________________________________________________________________________________

ACCOUNT NUMBER: 
LAB NUMBER: 

DATE RECEIVED: 
TIME RECEIVED: 
REPORT DATE:

W1000
19980311202 
03/11/98 
06:55 AM 
03/11/98

PHYSICAL PROPERTIES VALUE METALS mg/1 DISSOLVED TOTAL

Conductivity, umhos/cm 1232. Aluminum .136 .942
Hardness 226. Antimony •

PH 7.28 Arsenic <.005 <.005
Solids, Dissolved, mg/1 814. Barium •

Solids, Suspended, mg/1 <10.0 Beryl linn •

Turbidity, NTU • Boron
Cadmium
Calcium

<.001
70.6

•

.002
•

INORGANIC & NONMETALLIC VALUE Chromium •

Cobalt •

Alkalinity 38.7 Copper .013 .037
Bicarbonate 47.3 Gold a

Carbonate, mg/1 0.00 Iron <.050 .083
Chloride, mg/1 6.50 Lead •

Cyanide, Total, mg/1 <.010 Lithium •

Cyanide, WAD, mg/1 • Magnesiim 12.1 •

Cyanide, Free, mg/1 • Manganese .096 .289
Fluoride, mg/1 • Mercury •

Nitrogen, Anmonia, mg/1 • Molybdenum a

Nitrogen, Nitrate, mg/1 .432 Nickel . •

Nitrogen, Nitrite, mg/1 « Potassium 5.6\ a

Sulfate, mg/1 530. Selenium
Si1icon 
Silver

•

a

•

QUALITY CONTROL VALUE Sodium 176. •

Strontium •

Major Anion Sum, meq/L 12.01 Vanadium a

Major Cation Sum, meq/L 
Anion-Cation Balance, %

SPECIAL TESTS

12.32
1.26

VALUE

Zinc <.050 .076

ACIDITY <10.0 APPROVED BY:

DATE



SURFACE WATER STREAM GAUGING - FIELD FORM

DATE: 3-/0 98 TIME: 2.O0
METER USED:

SAMPLER: Y-&
STREAM WIDTH:

STATION NO: >SW ' Z#
TOTAL FLOW:

GAUOE HEIGHT: WATER SAMPLE (Yes/No):

TEMPERATURE (degrees Q: O, ^
FILTERED METALS (Yes/No):

dH: b*
NUMBER/TYPE BOTTLES:

CONDUCTIVITY (umhos/cm): fo /O
■

FLOW (do); PtO Z-cTAS

Interval Midpoint Width Depth Area (sft) Velocity (fps) Qcfs

_= TOTAL |

COMMENTS:

tORMS\SURFVrTK F*M



OUKiAL.1’. WAILK 1 KLAIVt OAOOim, - tMLLU MJKM

DATE: TrME: 2,00 r^\
METER USED:

SAMPLER: (<.tT STREAM WIDTH:

STATION NO: 5v\/-2M
TOTAL FLOW:

44

WATER SAMPLE (Yes/No):GAUGE HEIGHT:

TEMPERATURE (decrees O: O. °
FILTERED METALS (Ycs/No):

SQnSuc _j r* '*rv " ■ ■».^..
NUMBER/TYPE BOTTLES:

dH: /£

CONDUCTIVITY (umhos/cm): (p lO • • •FLOW (gpm):

Interral Midpoint Width Depth Area (sft) Velocity (fps) Qcfs
~~

•

TOTAL

lOlMWSimiWT K f RM



MIDCONTINENT
TESTING LABORATORIES

2381 South Plaza Drive • P.O. Box 3388 • Rapid Clt>. SI) 57709 
805/348-0111

SAMPLE NAME: SW-28
DESCRIPTION:
SAMPLE DATE: 04/08/98

SAMPLE TIME:
SAMPLED BY:

------------------------------------------------- \

ROD MACLEOD 
BROHM MINING CORP.
2 GILT EDGE ROAD 
DEADWOOD, SD 57732

^____________________________________________________ /

ACCOUNT NUMBER: 
LAB NUMBER: 

DATE RECEIVED: 
TIME RECEIVED: 
REPORT DATE:

W1000
19980409308 
04/09/98 
06:15 AM 
04/10/98

PHYSICAL PROPERTIES VALUE METALS mg/1 DISSOLVED TOTAL

Conductivity, umhos/cm Aluminum .094 3.31
Hardness 471. Antimony •

PH 6.87 Arsenic <.005 <.005
Solids, Dissolved, mg/1 1023. Barium •

Solids, Suspended, mg/1 12.0 Beryl 1 ivm •

Turbidity, NTU • Boron •

Cadmium .031 .031
Calcium 126.

INORGANIC & NONMETALLIC VALUE Chromium •

Cobalt •

Alkalinity • Copper .018 .185
Bicarbonate • Gold •

Carbonate, mg/1 • I ron •

Chloride, mg/1 • Lead •

Cyanide, Total, mg/1 <.010 Lithium •

Cyanide, WAD, mg/1 • Magnesium 38.0
Cyanide, Free, mg/1 • Manganese 3.26 3.52
Fluoride, mg/1 • Mercury •

Nitrogen, Ammonia, mg/1 • Molybdenum •

Nitrogen, Nitrate, mg/1 .948 Nickel •

Nitrogen, Nitrite, mg/1 Potassium 5.27
Sulfate, mg/1 650. Selenium •

Si1icon •

Silver •

Sodium 105.
Strontium •

Vanadium •

Zinc .552 .810

SPECIAL TESTS 

ACIDITY

VALUE

<10.0 APPROVED BY:

DATE



MIDCONTINENT
TESTING LABORATORIES

2381 South Plaza Drive • P 0. Box 3388 • Rapid City. SI) 37709 
605/348-0111

SAMPLE NAME: SW-28

DESCRIPTION:
SAMPLE DATE: 04/08/98

SAMPLE TIME:
SAMPLED BY:

—

ROD MACLEOD 
BROHM MINING CORP.
2 GILT EDGE ROAD 
DEADWOOD, SD 57732

ACCOUNT NUMBER: W1000
LAB NUMBER: 19980409308 

DATE RECEIVED: 04/09/98 
TIME RECEIVED: 06:15 AM 

REPORT DATE: 04/10/98

PHYSICAL PROPERTIES VALUE METALS mg/1 DISSOLVED TOTAL

Conductivity, uahos/an a Aluninun .094 .3.31
Hardness 471. Antimony • •

PH 6.87 Arsenic <.005 <.005
Solids, Dissolved, mg/1 1023. Barium a •

Solids, Suspended, mg/1 12.0 Beryllium • •

Turbidity, NTTJ • Boron a •

Cadmium .031 .031
Calcium 126. a

INORGANIC & NONMETALLIC VALUE Chromium • •

Cobalt ■ a a

Alkalinity • Copper .018 .185
Bicarbonate a Gold • a

Carbonate, mg/1 • Iron • a

Chloride, mg/1 • Lead • a

Cyanide, Total, mg/1 <.010 Li thiun a a

Cyanide, WAD, mg/1 • Magnesium 38.0 a

Cyanide, Free, mg/1 • Manganese 3.26 3.52
Fluoride, mg/1 a Mercury a a

Nitrogen, Ammonia, mg/1 • Molybdenum a a

Nitrogen, Nitrate, mg/1 .948 Nickel • a

Nitrogen, Nitrite, mg/1 a Potassium 5.27 a

Sulfate, mg/1 650. Selenium • a

Silicon • a

Silver • a

Sodium 105. a

Strontium • a

Vanadium • a

Zinc .552 .810

SPECIAL TESTS VALUE

ACIDITY <10.0

DATE



aimi’Alfc, WAIKK MKKAIV1 CyAUtjliMj - MKUJ 1MJKM

DATE: S' ft 'C/8 TIME:
••• •• .. ;

METER USED:

SAMPLER: vfT/T-\
STREAM WIDTH:

STATION NO: TOTAL FLOW:

GAUGE HEIGHT: WATER SAMPLE (Yes/No):
. : • :.. '• vV» iwj

TEMPERATURE (decrees C): / (
FILTERED METALS (Yes/No):

....:,vw<

PH: ____ ~7. C.M
•

NUMBERVTYPE BOTTLES:

CONDUCTIVITY (umhos/cmT * / £ FLOW ^: __H±

>?5-.v. •• • • .>< if ■. .

Interral Midpoint Width Depth Area (sft) Velocity (fps) Qcfs

o-l _!_.7 A\
_ .?&

-

TOTAL 1

COMMENTS:

I ORM S\SUR I'WT K (KM



SW-28MIPCONUMyVr
TESTING LABORATORIES

2381 South Plaza l)ri\e • PO. Box 3388 • Rapid Cllv. SI) 37708 

805/348-0111

SAMPLE NAME:
description:
SAMPLE DATE: 05/13/98 
SAMPLE TIME:
SAMPLED BY: SM

r------------------------------------------------- 3

ROD MACLEOD 
BRONX MINING CCRP.
2 GILT EDGE ROAD 
DEADWOOD, SD 57732

ACCOUNT NUMBER: 
LAB NUMBER: 

DATE RECEIVED: 
TIME RECEIVED: 

REPORT DATE:

W1000
19980519305 
05/19/98 
7:10 AM 

05/20/98

PHYSICAL PROPERTIES VALUE

Conductivity, imhos/cm 
Hardness 506.
PH 7.35
Solids, Dissolved, mg/1 1121. 
Solids, Suspended, mg/1 <10.0
Turbidity, N1TJ .

INORGANIC & NOEMETALLIC VALUE

Alkalinity
Bicarbonate .
Carbonate, mg/1 
Chloride, mg/l
Cyanide, Total, mg/1 <.010
Cyanide, WAD, mg/1 *
Cyanide, Free, mg/1 
Fluoride, sg/l 
Nitrogen, Ammonia, mg/1 
Nitrogen, Nitrate, mg/l .350
Nitrogen, Nitrite, mg/1 
Sulfate, mg/1 722.

METALS ng/1 DISSOLVED TOTAL

Aluminum <•050 .097
Antimony •

Arsenic <.005 <.005
Barium •

Beryl 1 iim •

Boron •

Cadhni van .004 .004
Calcinn 154. •

Chromium •

Cobalt •

Copper .015 .025
Gold •

Iron •

Lead •

Lithiim •

Magnesium 29.5 •

Manganese .344 .345
Mercury •

Molybdenum •

Nickel •

Potassinn 7.50 •

Selenium •

Silicon •

Silver •

Sodium 153. •

Strontium •

Vanadium •

Zinc .082 .100

SPECIAL TESTS VALUE

ACIDITY <10.0 APPROVED BY

DATE



r

MIDCONTINENT
TESTING LABORATORIES

2381 South Plaza Drive • P.O. Box 3388 • Rapid Cilv. SI) 37709 
803/348-0111

SAMPLE NAME: SW-28
DESCRIPTION:
SAMPLE DATE: 05/13/98

SAMPLE TIME:
SAMPLED BY: SM ^

------------------------------------------------- \

ROD MACLEOD 
BROHM MINING OORP.
2 GILT EDGE ROAD 
DEADWOOD, SD 57732

----------------------------------------------------- •

ACCOUNT NUMBER: 
LAB NUMBER: 

DATE RECEIVED: 
TIME RECEIVED: 
REPORT DATE:

W1000
19980519305 
05/19/98 
7:10 AM 

05/20/98

PHYSICAL PROPERTIES VALUE

Conductivity, umhos/cm 
Hardness 506.
PH 7.35
Solids, Dissolved, mg/1 1121. 
Solids, Suspended, mg/1 <10.0
Turbidity, NTU

INORGANIC & NONMETALLIC VALUE

Alkalinity 
Bicarbonate 
Carbonate, mg/1 
Chloride, mg/1
Cyanide, Total, mg/1 <.010
Cyanide, WAD. mg/1 
Cyanide, Free, mg/1 
Fluoride, mg/1 
Nitrogen, Ainnonia, mg/1 
Nitrogen, Nitrate, mg/1 .350
Nitrogen, Nitrite, mg/1 
Sulfate, rag/1 722.

METALS ng/1 DISSOLVED TOTAL

Aluminum <.050 .097
Antimony
Arsenic

•

<.005
•

<•005
Barium
Beryllium
Boron
Cadmium

•

•

•

.004

•

•

•

.004
Calcium
Chromium
Cobalt

154.

•

•

•

•

•

Copper
Gold

.015

•

.025

•

Iron
Lead
Lithium
Magnesium

•

•

29.5

•

•

•

•

Manganese
Mercury
Molybdenum
Nickel

.344

•

•

•

.345

•

•

•

Potassium
Selenium
Silicon
Silver

7.50

•

•

•

•

•

•

•

Sodium
Strontium
Vanadium

153.

•

•

•

•

•

Zinc .082 .100



■•»mivvrK_WAm, streamsvcnc. ■ p

DATE: Q~-/3-9y! T,ME; —fL^

SAMPLER: S^\

STATION NO: S^-Zft.

gauge height:

TEMPERATURE (degrees Q:

pH: ~~Z 2-^

CONDUCTIVITY (umbosfan): __ 9$0

METER USED: 

STREAM WIDTH. 

TOTAL FLOW: 

WATER SAMPLE (Yes/No): 

FILTERED METALS (Yes/No):

' • v ' : ' • . y •

NUMBERTTYPE BOTTLES:

m rwu

‘

COMMENTS

'0*MS\S0*1WT1, fRM



SURFACE WATER STREAM GAUGING -JFIELD FORM

Interval Midpoint Width Depth Area (sft) Velocity (fps) Qcfs

O': 5" • /?, 4*2-

/T- /, .U, ./*

TOTAL
____________

COMMENTS:

rORMSNSURFWl KM



MIDCONTINENT
TESTING LABORATORIES

2381 South Plaza Drive • P 0. Box 3388 • Rapid City. SI) 37709 
605/348-0111

SAMPLE NAME: SW-28

DESCRIPTION:
SAMPLE DATE: 08/26/98

SAMPLE TIME:
SAMPLED BY:

(-----------------------------------------------------------------------------------------------------------------------------------'

STAN MICHALS 
BROHM MINING OORP.
2 GILT EDGE ROAD 
DEADWOOD, SD 57732

____________________________________________________ >

ACCOUNT NUMBER: 
LAB NUMBER: 

DATE RECEIVED: 
TIME RECEIVED: 
REPORT DATE:

W1000
19980827214 
08/26/98 
05:05 PM 
08/28/98

PHYSICAL PROPERTIES VALUE

Conductivity, umhos/cm 1538.
Hardness 389.
PH 8.01
Solids, Dissolved, mg/1 1124. 
Solids, Suspended, mg/1 10.0
Turbidity, NTU

INORGANIC & NONMETALLIC VALUE

Alkalinity 56.7
Bicarbonate 69.1
Carbonate, mg/1 0.00
Chloride, mg/1 2.50
Cyanide, Total, mg/1 <.010
Cyanide, WAD, mg/1 
Cyanide, Free, mg/1 
Fluoride, mg/1 
Nitrogen, Ammonia, mg/1 
Nitrogen, Nitrate, mg/1 .566
Nitrogen, Nitrite, mg/1 
Sulfate, mg/1 688.

QUALITY CONTROL VALUE

Major Anion Sum, meq/L 15.55 
Major Cation Sum, meq/L 15.85 
Anion-Cation Balance, % 0.95

METALS mg/1 DISSOLVED TOTAL

Aluminum • a

Ant imony • •

Arsenic a a

Barium • •

Beryllium • •

Boron • •

Cadmium • a

Calcium 123. •

Chromium •

Cobalt • •

Copper • •

Gold • •

Iron • •

Lead a a

Lithiimi • •

Magnesium 19.8 a

Manganese ■ a

Mercury a a

Molybdenum • a

Nickel • a

Potassium 8.31 a

Selenium • a

Si 1 icon • a

Silver • a

Sodium 181. a

Strontium • a

Vanadium a a

Zinc • a

SPECIAL TESTS VALUE

ACIDITY <10.0 APPROVED BY:

DATE



MIDCONTINENT
TESTING LABORATORIES

2381 South Plaza Drive • P.O. Box 3388 • Rapid City. SD 57709 
605/348-0111

STAN MICHALS 
BROHM MINING CORP.
2 GILT EDGE ROAD 
DEADWOOD, SD 57732

,____________________________________________________ -

PHYSICAL PROPERTIES VALUE METALS mg/1

Conductivity, umhos/cm 1538. Aluminum
Hardness 389. Antimony
PH 8.01 Arsenic
Solids, Dissolved, mg/1 1124. Barium
Solids, Suspended, mg/1 10.0 Beryl 1ium
Turbidity, NTU • Boron

Cadmium
Calcium

INORGANIC & NONMETALLIC VALUE Chromium
Cobalt

Alkalinity 56.7 Copper
Bicarbonate 69.1 Gold
Carbonate, mg/1 0.00 Iron
Chloride, mg/1 2.50 Lead
Cyanide, Total, mg/1 <•010 Lithium
Cyanide, WAD, mg/1 ■ Magnesium
Cyanide, Free, mg/1 m Manganese
Fluoride, mg/1 • Mercury
Nitrogen, Ammonia, mg/1 • Molybdenum
Nitrogen, Nitrate, mg/1 .566 Nickel
Nitrogen, Nitrite, mg/1 • Potassium
Sulfate, mg/1 688. SeleniiHn

S i 1icon 
Silver

QUALITY CONTROL VALUE Sodium
Strontium

Major Anion Stmt, meq/L 15.55 Vanadium
Major Cation Sum, meq/L 15.85 Zinc
Anion-Cation Balance, % 0.95

SPECIAL TESTS VALUE

ACIDITY <10.0 APPROVED BY

DATE

SAMPLE NAME: SW-28

DESCRIPTION:
SAMPLE DATE: 08/26/98

SAMPLE TIME:
SAMPLED BY:

ACCOUNT NUMBER: W1000
LAB NUMBER: 19980827214 

DATE RECEIVED: 08/26/98 
TIME RECEIVED: 05:05 PM 
REPORT DATE: 08/28/98

DISSOLVED TOTAL

123

19.8

8.31

181



* MIPCONTINENT
TESTING LABORATORIES

2381 South Plaza Drive • P.O. Box 3388 • Rapid City. SI) 57709 
605/348-0111

---------------------------------------------------------------------------------------------------------------------------------------------------------------- \

STAN MICHALS 
BROHM MINING CORP.
2 GILT EDGE ROAD 
DEADWOOD, SD 57732

V_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ __ _ _ _ _ __ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _

PHYSICAL PROPERTIES VALUE METALS mg/1

Conductivity, umhos/cm • Aluminum
Hardness 262. Antimony
PH 7.21 Arsenic
Solids, Dissolved, mg/1 607. Barium
Solids, Suspended, mg/1 18.0 Beryllium
Turbidity, NTU • Boron

Cadmium
Calcium

INORGANIC & NONMETALLIC VALUE Chromium
Cobalt

Alkalinity • Copper
Bicarbonate « Gold
Carbonate, mg/1 • Iron
Chloride, mg/1 2.50 Lead
Cyanide, Total, mg/1 <.010 Lithium
Cyanide, WAD, mg/1 • Magnesium
Cyanide, Free, mg/1 • Manganese
Fluoride, mg/1 • Mercury
Nitrogen, Aimnonia, mg/1 • Molybdenum
Nitrogen, Nitrate, mg/1 .669 Nickel
Nitrogen, Nitrite, mg/1 • Potassium
Sulfate, mg/1 393. Selenium

Silicon
Silver
Sodium
Strontium
Vanadium
Zinc

SPECIAL TESTS VALUE

ACIDITY <10.0 APPROVED BY

DATE

SAMPLE NAME: SW-28

DESCRIPTION:
SAMPLE DATE: 09/14/98

SAMPLE TIME:
SAMPLED BY:

ACCOUNT NUMBER: W1000
LAB NIMBER: 19980916305 

DATE RECEIVED: 09/15/98 
TIME RECEIVED: 05:00 PM 

REPORT DATE: 09/17/98

DISSOLVED TOTAL

79.2

15.7

6.68

60.4



"■V

MIDCONTINENT
TESTING LABORATORIES

2381 South Plaza Drive • P.0. Box 3388 • Rapid Cilv. SD 57709 
805/348-0111

------------------------------------------------- 'I

STAN MICHALS 
BROW MINING OORP.
2 GILT EDGE ROAD 
DEADWOOD, SD 57732

V._ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ __ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _

PHYSICAL PROPERTIES VALUE METALS mg/1

ACIDITY <10.0

Conductivity, umhos/cm 
Hardness
PH
Solids, Dissolved, mg/1 
Solids, Suspended, mg/1 
Turbidity, NTU

INORGANIC & NONMETALLIC

•

262.
7.21

607.
18.0

•

VALUE

Aluminum
Antimony
Arsenic
Barium
Beryllium
Boron
Cadmium
Calcium
Chromium
Cobalt
CopperAlkalinity •

I‘Bicarbonate • Gold
Carbonate, mg/1 • Iron
Chloride, mg/1 2.50 Lead
Cyanide, Total, mg/1 <•010 Lithiion
Cyanide, WAD, mg/1 • Magnesium
Cyanide, Free, mg/1 • Manganese
Fluoride, mg/1 • Mercury
Nitrogen, Ammonia, mg/1 • Molybdenum
Nitrogen, Nitrate, mg/1 .669 Nickel
•Nitrogen, Nitrite, mg/1 • Potassium
Sulfate, mg/1 393. Selenium

SPECIAL TESTS VALUE

Si 1 icon
Silver
Sodium
Strontium
Vanadium
Zinc

APPROVED BY: 

DATE:

SAMPLE NAME: SW-28

DESCRIPTION:
SAMPLE DATE: 09/14/98

SAMPLE TIME:
SAMPLED BY:

ACCOUNT NUMBER: W1000
LAB NUMBER: 19980916305 

DATE RECEIVED: 09/15/98 
TIME RECEIVED: 05:00 PM 
REPORT DATE: 09/17/98

DISSOLVED TOTAL

79.2

15.7

6.68

60.4



2381 South Plaza Drive

MIDCONTINENT
TESTING LABORATORIES

• P.O. Box 3388 • Rapid City. SD 57709 
805/348-0111

SAMPLE NAME: SW-28
DESCRIPTION:
SAMPLE DATE: 10/29/98

SAMPLE TIME:
SAMPLED BY:

—

STAN MICHALS 
BROHM MINING OORP.
2 GILT EDGE ROAD 
DEADWOOD, SD 57732

v___________________ ______________________________ ✓

ACCOUNT NUMBER: 
LAB NUMBER: 

DATE RECEIVED: 
TIME RECEIVED: 

REPORT DATE:

W1000
19981102207 
10/30/98 
01:40 PM 
11/02/98

PHYSICAL PROPERTIES VALUE METALS me/1 DISSOLVED TOTAL

Conductivity, umhos/cm • Aluminum •

Hardness 391. Antimony •

PH 7.19 Arsenic •

Solids, Dissolved, mg/1 789. Barium •

Solids, Suspended, mg/1 23.0 Beryllium •

Turbidity, NTU • Boron
Cadknium

•

•

INORGANIC & NONMETALLIC VALUE Calcium 10G.
Chromium m

Acidity <10.0 Cobalt 0

Alkalinity • Copper m

Bicarbonate • Gold 0

Carbonate, mg/1 • Iron 0

Chloride, mg/1 • Lead 0

Cyanide, Total, mg/1 <.010 Lithium 0

Cyanide, WAD, mg/1 • Magnesium 30.6
Cyanide, Free, mg/1 0 Manganese •

Fluoride, mg/1 • Mercury 0

Nitrogen, Ammonia, mg/1 • Molybdenum 0

Nitrogen, Nitrate, mg/1 .912 Nickel •

Nitrogen, Nitrite, mg/1 Potassium 8.49
Sulfate, mg/1 503. Selenium

Si1icon 
Silver
Sodium
Strontiian 
Vanadium
Zinc

•

•

•

73.1
0

0

0

DATE


